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47720 Krefeld

Germany

Referance; Labhoratory Test Roport
Labk Identificatiot Mo, 9484

Involoe No. 21858 (Attached)
Dear Mr. Schusaler:

one (1) fabric sample, identified az CREASE FPREE HEAVY SATINH, was
received and Lested in accordance wikh Lhe Califarnia
Rdminiskrative Code Title 13--Public 3Safety, Section 1237, Flame
Resistance, Small Scale Test. The results are as follows:

Specimen Number After Flame Time (sec! Char Length (in)
Length Wwidth Length Width
1 a.0 0.0 Z.4 5.5
2 2.0 0.0 5.0 2.9
3 a.0 0.0 G.l dq,7
4 0.0 0.0 .4 d,7
5 g.0 0.0 §.1 6.0
Avg. o.0 0.0

Fhe sample submitcted, in its original a&atate, meete the minimum
requirements of the above standard. The char length may not exceed
6.0 inches for any individual specimen and the average afterflame
time may not exceed 4.0 seconds in the length or width directions.

If there are any questione or whon wa can ba of further assistance,
please let us Know.

ESM/mE
Attacnment

CHR LETTERE AND FENCHATE AN FOA THE ERCLLEING: Uk OF THE CLIERNT 1L WEHA | Y AHE STDEES SR ARY CDVWIRICETION T2 OTHERE O THE UBE OF QUR DO PAMYT RAE BMUST
MEGENE FRCHE AFFHOSEL. OUH 1EST HEELE TE AFSLY 08 ¥ T0 THF SAMPLE TERTED AMD ARE ROT MECEERAS Y MIKATIVE OF TeF Oual 1S OF AFFSEERILY DR el (4 Sl eR
FRUDULCTE. SARHFLES SOTDESTROYED N TERT R AHF HFTAINET & WAk OF TIETY QAT IR LRTTERS, REFQRTS Ok BANE [ NVERSIFIED TESTING LABDRATURES, . RY NOT
BE LSED I ADVEHTES N |10 | HE {eefefal P



